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ABSTRACT 
The upcoming NASA's missions aimed at exploring our planetary system require batteries 

that can operate at extreme temperatures, with high specific energy and energy densities. Since 
conventional aerospace rechargeable battery systems are inadequate to meet the demands, lithium 
ion rechargeable batteries were chosen for these missions. The 2003 Mars Exploration Rover 
mission plans to deploy twin rovers, with longer mission duration than the previous Sojourner 
rover, onto Mars, with the objectives of understanding its geology, climate conditions and 
possibility of life on Mars. The spacecraft contain various batteries, i.e., primary, thermal and 
rechargeable. Significant among these batteries is a lithium ion rechargeable battery, for the first 
time in a major NASA mission. The selection of lithium ion battery has been dictated by various 
factors, including mass and volume constraints, cycle life and its ability to operate well at sub- 
zero temperatures (down to -3O"C), at moderate rates of charge and discharge. This paper 
describes the considerations that led to the selection of the three battery systems on MER and the 
outlines the designs of these batteries. 

1.0 INTRODUCTION 

In its pursuit for an improved 
understanding of the evolution and formation of 
universe, galaxies, stars, and planets, for the 
detection of extra-terrestrial life and for 
establishing a permanent human presence in 
space, NASA has plans for a number of robotic 
missions with focused science and with fast 
turn-around times in the next few years. 
Specifically, NASA plans to return to Mars in 
2003, in the form of Mars Exploration Rover 
(MER), which is a mission to land two identical 
roving science vehicles on Mars and perform in- 
situ geological science data collection with a 
surface science operations lifetime of at least 90 
sols. The scientific objectives of these missions 
are to 1) search for and characterization of a 
diversity of rocks and soils that hold clues to 
past water activity, investigate landing sites 
which have a high probability of containing 
physical and/or chemical evidence of the action 
of liquid water, determine the distribution and 

composition of minerals, rocks, and soils, 
determine the nature of local surface geologic 
processes, calibrate and validate orbital remote 
sensing data and assess heterogeneity, identify 
and quantify iron-bearing minerals indicating 
aqueous processes, characterize mineral 
assemblages and textures in the geologic 
context, and finally extract clues from geologic 
investigation related to liquid water to assess 
whether past environments were conducive for 
life. Programmatically, these missions are 
expected to demonstrate long-range traverse 
capabilities by mobile science platforms, 
demonstrate complex science operations with 
two mobile laboratories, and validate the 
standards, protocols, and capabilities of the 
orbiting Mars communications infrastructure. 
The missions will launch in the 2003 
opportunity (June - July) on separate Delta I1 
class vehicles, land on Mars in 2004 (Jan - Feb), 
deploy the rovers and conduct surface 
operations. The first Rover MER - A is 
launched in June 2003 and will arrive on Mars 



in Jan 2004. The second Rover MER - B will 
be launched later in June - July 2003, and will 
land on Mars in Feb 2004. Each Flight System 
consists of: 1) a cruise stage and entry, descent 
and landing system (EDL) with inheritance from 
the Mars Pathfinder (MPF) 2) a rover based 
upon the Athena Rover developments 
undertaken for the Mars '01 and Mars Sample 
Return projects, utilizing software algorithms 
(navigation, rover hazard avoidance, payload 
control, etc.); 3) selected equipment from the 
Mars '01 lander, including APEX payload 
elements, SDST, and Cincinnati Electronics 
UHF radio; 4) Athena Science Package. Each 
of the rovers will have several instruments 
including a Panoramic camera, two remote 
sensing instruments, in the form of mini thermal 
emission spectrometer (mini-TES) and mid-IR 
point spectrometer, and different in-situ pay- 
load elements, including Mossbauer 
spectrometer, alpha-particle X-ray spectrometry 
(APEX), microscopic imager and a rock- 
abrasion tool located on a robotic arm. 
Compared with the previous rover, Sojourner, 
on the Mars Pathfinder mission, the MER rover 
is more than ten times heavier (173 g vs. 11 Kg) 
and six times taller (142 cm vs. 25 cm), (Fig. 1). 
The payload, mission life and the total distance 
traversed are proportionately an order of 
magnitude higher. 

The MER mission will have three 
different batteries, primary, rechargeable and 
thermal batteries. The primary batteries are 
located on the on lander, which carries the 
Rover and releases it on the Martian surface. 
The primary batteries will support the Entry, 
Descent and Landing (EDL) Operations and also 
the first day's operations on Mars. The thermal 
batteries located on the back-shell will power 
pyro events that will enable cruise stage 
separation. The rechargeable batteries will aid 
in the launch, correct anomalies for cruise and 
support surface operations. In the latter phase, 
the rechargeable batteries will augment the 
primary power source for the MER, a triple- 
Junction GW/GaAs/Ge cell deployable solar 
arrays, and support nighttime experiments. In 
order to maintain the rechargeable battery at 
moderate temperatures, i.e., from -20 to +30°C, 
the Rover is provided with an Aerogel insulated 
Warm Electronics Box, Radioisotope heating 
units (RHUS), Battery thermal switch heat 
rejection system. 

2 RECHARGEABLE BATTERIES 

The requirements for the rechargeable 
battery include a voltage of 24-36 V, with an 
energy of 220 Wh during launch, about 160 Wh 
for supporting any fault induced attitude 
excursion from sun Doint until reacauisition of 
sun point during cruise, and about 260 W s o l  
for surface operations with a cycle life of at least 
300 cycles at 50 % DOD at O W .  In addition, 
the rechargeable batteries need to support 
multiple pulses of 25 A for 50 mS both at 
ambient and low temperatures. As dictated by 
the mass and volume restrictions, it is 
imperative that the battery system has to be 
compact and lightweight. Table-1 shows a 
comparison of various aerospace battery systems 
for the MER application. 

As may be seen from the above Table, 
Fig. 1 : Comparison of the MER Rover Li-ion system emerges as the most suitable 

With the Mars Pathfinder Sojourner Rover 



chemistry due to its: a) high sp. energy and 
energy density of > 100 Whkg and 200Wh/l 
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Table 1: Comparison of various aerospace 
rechargeable battery systems for MER. 
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at cell level, b) good low temperature 
performance with - 65% of RT capacity being 
available at -2OOC @ C/5, c) high discharge rate 
capability (over 85 % at C rate @ 25OC), d) 
long cycle life of over 500 cycles to 90% initial 
capacity, e) good storability with over 85 % of 
the initial capacity realizable after two years of 
storage, f) high coulombic and energy 
efficiencies, and g) low self discharge. These 
attributes, especially the high sp. energy and 
good low temperature performance make 
lithium ion an attractive option, Le., the mass 
and volume of the lithium ion MER battery 
would be half of that of Ag-Zn and one-fifth of 
either Ni-Cd or Ni-HZ batteries. 

Under a NASA-DoD joint program for 
lithium ion battery development and also under 
the Mars Athena Rover Program, we have been 
extensively testing lithium ion cells from 
domestic sources, mainly Yardney Technical 
Products, SAFT America and Bluestar 
Advanced Battery.'-' All the three systems have 
shown attractive specific energies in excess of 
200 WWkg, impressive cycle life of over 1000 
cycles to 80% capacity (Fig.2) and good low 
temperature performance of over 65% (of the 
ambient value) at -2OOC (Fig. 3). 
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Fig. 4 : Performance of 7 Ah Li ion cell at -20°C. 

In addition to good low temperature 
performance and cycling characteristics, lithium 
ion cells have impressive storage characteristics, 
as illustrated inTable-2. Further, the cells have 
typically good pulse capability to meet the EDL 
needs (Fig. 5). 
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Table-2 : Storage of 25 Li ion cells on buss at 10°C. 
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Fig. 5 :  Pulse response of 7 Ah Li ion cell at 25°C. 

Based on the fact that a prismatic cell, as 
produced by Yardney would have high packing 
efficiency in a rectangular envelope, which 
translates into a higher capacity, we selected the 
Yardney lithium ion battery for MER 
applications. In addition, the Yardney batteries 
have the advantages of MSPOl Lander heritage, 
with the batteries successfully qualified and also 
well supported by subsequent mission 
simulation tests.' 

Based on the energy needs, the battery 
system has been designed to be a 30 V, 600 Wh 
system, with two parallel batteries, for some 
degree of redundancy, each of eight 10 Ah cells 
in series. The battery will be housed in a warm 
electronics box of the rover and will be 
supported by boron epoxy struts for thermal 
insulation purposes. (Fig.5). 

Fig. 5 : MER Li ion rechargeable battery unit. 

This design of the battery assembly unit 
enables the cells to be in upright orientation for 
the surface operations, although for a duration of 
3-6 months, the cells and batteries need to be 
inverted during launch. Additionally, this 
design ensures that the two batteries are 
independent of each other in terms of preload, a 
requisite for prismatic cells, and other failures 
resulting from cell venting. 

3.0 PRIMARY BATTERIES 

Unlike the rechargeable batteries, the 
function of the primary batteries will be fulfilled 
within 1.25 hours of discharge. In this short 
duration, the batteries shall supply 650 Wh at a 
peak power 250, from 5 minutes prior to Turn 
To Entry (TTE) until the completion of the 
critical EDL deployment sequence (includes 
standup) on Sol 1. The desirable battery 
characteristics include a) high rate discharge 
capability, b) low heat generation because of the 
absence of active cooling and near-adiabatic 
discharge conditions, c) high specific energy and 
energy density and good shelf life. Various 
battery systems, including lithium-thionyl 
chloride, lithium-sulfur dioxide and lithium - 
bromine chloride were considered for the trade- 
off studies. The absence of active cooling 
coupled with high discharge rates required that 
the initial battery temperature would have to be 
low (e.g., -10°C for Li-BCX and Li-SOC12 and 
0°C for Li-SO2) to avoid the final temperatures 
exceeding 60°C. The Li-BCX system showed 
particularly inconsistent performance at these 
low temperatures and high rates. A comparison 
of the other options (Table3) shows that Li-SOZ 
is a more viable option, considering the 
performance characteristics and technological 
availability. 

Between three available options of Li- 
SOz, Le., LOSX26, LiOSHX26 and LOSHX25, 
the high rate designs (LOSHX), have heritage in 
terms of Stardust and Genesis missions, but 
have limited low temperature performance. 



The low-rate version, LOSX26, on the other 
hand, has good low temperature performance, 
owing to blended cathode of acetylene black and 
Ketjen black. (Fig. 6) and was thus chosen for 
MER applications. 
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Table 3: Trade off study on primary battery systems. 
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Fig. 6 : Capacity of LOSX26 Li-S02 cells at 
2A and 3 A at 0°C (Data generated by SAFT) 

The lander battery assembly thus 
consists of five parallel strings of 12 D-size 
cells each to get a 36 V, 34 Ah (-1200 Wh) 
power source. The cells are stacked in three 
tubes, which are machined from a single 
piece of aluminum (Fig. 7). Each such 
three-tube, a twelve-cell stack, is bolted 
onto the pedals of Lander with Ti brackets. 

4.0 THERMAL BATTERIES 

Fig. 7. Lander battery (36 V, 6.8 Ah), one of 
the five parallel units on MER Lander. 

The thermal battery chosen is an Eagle 
Picher Li-FeS2 battery E M  12137, that was 
used in several missions in the past, including 
Mars Pathfindder , Mars 98 and Mars Odyssey. 
There are, however, some uncertainties, i.e., the 
dynamic environments as well as the pulse loads 
are marginally high. The prototypes are being 
tested before the flight battery fabrication. 

5.0 CONCLUSIONS 

The twin Mars Exploration Rovers, 
to be launched in the summer of 2003 will 
have Li-FeS2 thermal batteries for 
supporting various pyro events during 
cruise stage separation, primary batteries for 
supporting the Entry Descent and Landing 
(EDL) operations and Li ion rechargeable 
batteries for the surface operations. The 
latter will help to extend mission life, 
beyond what was possible with the earlier 
Sojourner Rover mission on Mars 
Pathfinder, which contained Li-SOC12 
primary batteries. 

The MER mission also has thermal 
batteries to support the pyro events leading 
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